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Date of issue: 12/09/24

Sample name: CHAIR RE-AL 1 - FOUR LEGS CHAIR IN POWDER-COATED ALUMINIUM

SAMPLE N° 377478

List of test reports:
1. Leg strength test-Front application ANSI-BIFMA X5.1-2017/17(2022)
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Overall dimensions: 500 x 550 x 810 (h) mm
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Date of issue: 12/09/24

Sample name: CHAIR RE-AL 1 - FOUR LEGS CHAIR IN POWDER-COATED ALUMINIUM

SAMPLE N° 377478

Side view Rear view

Bottom view

Sample weight: Not determined
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Type of chair: Type III

Test results:

Leg
Applied

load
(N)

Time of
application
(minutes)

Number of cycles Remarks

Right leg 334 1 1 No defects

Left leg 334 1 1 No defects

Leg
Applied

load
(N)

Time of
application
(minutes)

Number of cycles Remarks

Right leg 503 1 5 s A permanent deformation of the right rear
leg has been noticed (see page 2/2).

Left leg 503 / / /

The test results do not comply with the requirements in clause 17.5 of ANSI-BIFMA X5.1-2017(2022).
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Detail of defect:

TEST REPORT 377478 / 1  rev. 0
Date of issue: 12/09/24
Sample name: CHAIR RE-AL 1 - FOUR LEGS CHAIR IN POWDER-COATED ALUMINIUM

page 2/2StampaFePDF2_R0_ENG_RDP

CATAS S.p.A.

via Antica, 24/3

33048 San Giovanni al Nat. (UD)

+39 0432 747211 - lab@catas.com

www.catas.com

Testing site:

via Antica, 24/3

33048 San Giovanni al Nat. (UD)

tel. +39 0432 747211

lab@catas.com

This test report is part of a PDF file digitally signed by Franco Bulian.

The managing director
Dr. Franco Bulian


		2024-09-12T14:21:26+0000
	Franco Bulian




